
# KVR-2026-CHL077

Simms Research 07/16/2026

GHK-Cu

2026-GH612

C14H24N6O4Cu

Black

Lyophilized Powder

50 mg

49557-75-7

Silver

99.819%

52.05 mg

GHK-Cu

Pass

Not Detected

No Growth

99.744

99.911

99.802

99.819%

50.17

52.84 

53.14 

52.05 mg

KVR-2026-CHL077 DAD1 A. Sig=214.4

KVR-2026-CHL077

RA62912


